
Abrasive Grit Comparison Chart
FEPA (P-grade) vs. CAMI/ANSI vs. Micron particle size

FEPA (P-grade) CAMI/ANSI Micron

P24 24 750

P30 30 630

P36 36 525

P40 40 400

P50 50 325

P60 60 260

P80 80 200

P100 100 160

P120 120 125

P150 150 93

P180 180 76

P220 220 68

P240 58

FEPA (P-grade) CAMI/ANSI Micron

P280 240 52

P320 46

P360 280 39

P400 320 35

P500 30

P600 360 26

P800 480 22

P1000 500 18

P1200 600 14

P1500 12

P2000 10

P2500 8

Blank CAMI cells indicate a single CAMI grade spans that range of FEPA grades; CAMI grading is not commonly used above roughly 600 grit.


